
EN ISO 13688 PROTECTIVE CLOTHING. GENERAL REQUIREMENTS 

Chromium VI content EN ISO 17075 

pH-value (textiles) EN ISO 3071 

pH-value (leather) EN ISO 4045 

Check of the design EN 13688 part 4.3 

Check of the ergonomic features 
EN 13688 part 4.4 

Annex C 

Washing and dry cleaning according to manufacturer’s 

instructions 

EN 13688 part 5.2 

EN ISO 15797 (industrial) or 

EN ISO 6330 (domestic) 

Dimensional change due to cleaning 
ISO 5077 

after 5 cycles 

Check of size designation 
EN ISO 13688 part 6 

Annex D 

Check of marking EN ISO 13688 part 7 

Check of information supplied by the manufacturer EN ISO 13688 part 8 

Heavy metal components: 

Release of nickel from articles intended to come into direct 

and prolonged contact with the skin 

EN 1811 

 


