
 

Nonwoven materials 

Textiles. Test methods for nonwovens. Part 1: 
Determination of mass per unit area EN 29073-1 

Textiles. Test methods for nonwovens. Part 2: 
Determination of thickness  ISO 9073-2 

Textiles. Test methods for nonwovens. Part 3: 
Determination of tensile strength and elongation EN 29073-3 

Textiles. Test methods for nonwovens. Part 4: 
Determination of tear resistance  ISO 9073-4 

Textiles. Test methods for nonwovens. Part 15: 
Determination of air permeability ISO 9073-15 

Textiles. Test methods for nonwovens. Part 18: 
Determination of breaking strength and elongation of nonwoven materials 
using the grab tensile test 

ISO 9073-18 

 


