
 
Seams and Adhesion 

Test of stitch properties. Determination of form and size MSZ 1124-1:1987 
(withdrawn) 

Textiles. Seam tensile properties of fabrics and made-up textile 
articles. Part 1: Determination of maximum force to seam rupture 
using the strip method 

ISO 13935-1 

Textiles. Seam tensile properties of fabrics and made-up textile 
articles. Part 2: Determination of maximum force to seam rupture 
using the grab method 

ISO 13935-2 

Textiles. Determination of the adhesion strengtt (MSZ 3653:2011) 
 
Testing of textiles; delamination of fusible interlinings from upper 
fabrics, mechanical delamination test (DIN 54310:1980)  

MSZ 3653:2011 
 
DIN 54310:1980 
(withdrawn) 

Testing of plastics sheets; adhesion test DIN 53357:1982 
(withdrawn) 

 


